Iranian Journal of Catalysis 11(4), 2021, 397-403

IRANIAN JOURNAL OF CATALYSIS
Removal of Mercury (II) in Aqueous Solution by Using ZnO and ZnO/CdS
Nanoparticles as Photocatalysts
Fattima Al-Zahra Gabar Gassim,a* Ali J. J. Makkaw,b Noor Hadi Aysaa
a)College of Pharmacy, University of Babylon, Hilla, Iraq
b) Directorate of Education in Babylon, Ministry of Education, Iraq
Received 10 October 2021; received in revised form 14 November 2021; accepted 7 December 2021

ABSTRACT
Zinc oxide (ZnO) and ZnO/CdS nanoparticles have been synthesized. The samples were characterized by Fourier transform
infrared spectroscopy (FT–IR), X-ray diffraction (XRD), and scanning electron microscopy (SEM). Photocatalytic reduction of
toxic Hg (II) in aqueous solutions by suspension ZnONPs and ZnO/CdSNPs has been studies under an oxygen atmosphere. Flame
atomic absorption (AFM) has been used to determine the concentration of Hg (II) in aqueous solutions. Photocatalytic reduction
of Hg (II) was carried out with various ZnO nanoparticles (ZnONPs) concentrations. The optimum concentration of ZnO NPs was
obtained at 0.24 mg/L. The highest photo reduction rate was obtained at 0.24 mg/ZnO/CdS NPs concentration. According to the
experimental results, the reaction mechanism of ZnONPs and ZnO/CdSNPs illumination to produce oxidizing species and the effect
of these species on the Hg (II) in aqueous solution has been suggested.
Keywords: Nanocomposites, semicoductors, environmental treatments, ZnO nanoparticle.

1. Introduction
Semiconductor nanoparticles exhibit interesting sizetunable photocatalytic properties due to the confinement
of the electronic wave functions [1]. Zinc oxide (ZnO)
semiconductor is one of the most important
photocatalysts because of its stability, non-toxic, low
cost and high photoreactivity [2,3]. The band gap energy
of ZnO is approximately 3.2 eV [4]; therefore ZnO
promotes photocatalysis upon illumination with 387 nm
[5]. Coupling ZnO particles with narrow band gap
semiconductors such as (CDs, In2S3, BiO3) [6] can be
utilized band gap ZnO to visible light. Coupled
semiconductors can be shown in Fig. 1.
Hg(II) in industrial waste waters is one of the most
dangerous pollutants due to its toxic and bioaccumulative properties [7]. Exposure to inorganic
mercury compounds can cause severe renal and
gastrointestinal damage [8]. The removal of Hg (II) in
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Fig. 1 Schematic formation of ZnO/CdS composites and the
transferring routes of photo generated electron.

aqueous solutions has been studied by using several
methods such as carbon adsorption, ion exchange,
precipitation and photocatalytic reduction [9].
Heterogeneous photocatalysis is a most effective
process applied for purification of water from organic
[10,11] and inorganic pollutants. The photocatalytic
reduction appears to be most promising because of their
high efficiency and simplicity of operation [12]. The
present work reports a preparation of ZnONPs and
ZnO/CdSNPs and an investigation of the photocatalytic
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reduction of toxic Hg (II) in aqueous solution on these
nanoparticles.
2. Experimental
2.1.Materials and Methods
Mercury chloride (HgCl2) was purchased from G.P.R.
Thioacetamide and cadmium nitrate were supplied from
HANNOVER. Zinc acetate dehydrate, oxalic acid and
toluene were purchased from china. Olic acid was
supplied from Germany and O-xylene was purchased
from Washington.
2.2. Preparation of ZnONPs and Modification with
CdSNPs
Using zinc acetate 2g; triton-100, and NH3 solution as
the following procedure: dissolving 2g from zinc acetate
with 25 ml distilled water in room temperature and then
added 10 ml of Triton-100 after that mixing in stirrer for
3 hours, after one an hour of mixing, NH3 has been
added solution to precipitate the nanoparticles, to be
filtered and washing with distilled water three times.
Lastly dries the thick recipe at 353 C˚ for 1 hour
following that calculation at 673 C˚to obtain Nano
powder ZnO[13]. Modification process, including
adding of Olic acid, O-xylene and washing the results
with toluene to get finally surface area modified non
agglomerate nanoparticles.
The modification process of ZnO with CdSNPs was
prepared by immersing ZnONPs into the clear reactant
solution containing Cd(NO3)(0.01M), thioacetamide
C2H5NS (0.01M) at room temperature for 15 min. CdS
growth was observed by the emergence of a yellow
color on the surface of the sample. A yellow sample was
filtrated and washed with deionized water to remove the
surface residue and finally dried 90C˚[14].
2.3. Photocatalytic Reduction Experiment
The aqueous Hg+2 solution was prepared by dissolving
certain quantities of HgCl2 in distilled water and add 0.3
g/ml of ZnO or ZnO/CdS nanoparticles. The reaction
mixture was carried out by using 500 ml, Pyrex glass
reservoir placed in the laboratory temperature (25C˚)
and kept homogeneously by stirring on the magnetic
stirrer. The light source was focused directly on the
solution vertically without the use of the lens.
2.4. Measurement
Hg+2concentration solutions was measured by using
flame atomic absorption.
2.5. Photo degradation Experiments

All Photo degradation experiments were carried out by
irradiation the aqueous solution of Hg (II) (60ppm) by
UV–visible light emitted from 360nmin the reaction
beaker (250 ml) with continuous stirring of the
suspensions were irradiated for 50min. A small quantity
(1ml) of suspension was taken and centrifuged to
remove NPs.
3. Results and Discussion
3.1. Scanning Electron Microscopy (SEM)
Fig. 2 shows different magnifications of ZnO naked and
modified NPs surface. The results of this analysis
showed the highly aggregation of ZnONPs because it has
a high surface energy that tends to clump together in
large particles and this agrees with the results of the
recent research [15]. It was found that the surface
modified ZnONPs by oleic acid has reduced the
agglomeration by reducing the energy of the surface by
isolating each particles from others, after modification
the results showed that the ZnONPs were dispersed
homogenously as shown in figure A and B, while in
Fig. 2 (C, D) the particle size is increased because
adhering of CdSNPs to the surface of ZnONPs, the larger
particles were the aggregates of smaller CdSNPs when a
multilayer of CdSNPs was formed on the surface ZnONPs,
the loading of CdSNPs was raised and could significantly
enhance the photo electrochemical property of ZnONPs
with Hg treatment.
3.2. Atomic Force Microscopy
The Atomic force microscopy was done to identify the
topological appearance and the size range was found out
around 87.2 nm rendering 3D profile. The (AFM)
images were also used for roughness, porosity and
fractal dimension.
Fig. 3 shows the AFM (2-D) images of naked ZnONPs
and ZnO modified NPs. AFM images prove that the
grains are distributed homogeneously within the
selected scanning area (1518×1514) nm. The average
diameter of naked and modified synthesized ZnOis
measured from AFM analysis using software and is
found to be around (47.69-85.62) nm depending on the
preparation conditions. The surface morphology of the
ZnO unmodified NPs obtained from the AFM analysis in
Fig. 3A, Fig. 3B shows the AFM images of ZnO
modified NPs, the average roughness of modified ZnO
is 6.45 nm while in the case of naked ZnO the average
roughness is 21.09nm. This result agrees with [16]. Fig.
4 shows that the high ratio nanoparticles within the
range (50-60) nm.
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Fig. 2. (A, B) The same magnified images of SEM of naked ZnONPs, and (C, D) different magnified images
of SEM of modified surface area ZnO/CdSNPs

Fig. 3. AFM image of the (a) naked ZnONPsand (b) Surface area Modified ZnONPs

3.3. X-ray Diffraction Analysis (XRD)
From the X-ray test Fig. 5 of ZnO naked and modified
NPs at a diffracted angle (30˚ to 70̊), a crystalline peak
appeared which indicate crystalline structure at (2θ =
34). Also, a peak for modified ZnO at (2θ = 36.569).
This indicates that crystalline material is prepared which
agrees with the results of the Zhang and Hong [17,18].
Fig. 4. The Distribution of Different Diameter modified
ZnO Nanoparticles
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Fig. 5. A: Analysis of X-ray Diffraction for Surface Area Modified ZnONPs and B: for Zno Cds NPs.

3.4. Fourier Transform Infrared Spectroscopy (FTIR)
The FTIR spectrum of crystalline ZnO showed in Fig. 6
in which indicated these several transmission bands.
The spectrum is matched with the standard spectrum of
crystalline ZnO and in a good agreement with Kahn(19).
Fig. 6 shows the FTIR spectra of ZnO modified NPs a
broad peak at 3419 cm−1for ZnO modified NPs due to
the vibrations of the (–OH group) to the surface of
ZnONPs, and a high intensity broad band around 559.79
cm−1 for modified due to the vibration mode of zinc and
oxygen bond[20].
3.4. Photocatalic Results

Fig. 6. FTIR spectrum of ZnONPs

A series of primary experiments to determine the
optimum conditions of the photo-degradation rate has
been done.
Fig. 7 was observed that there is no photo-degradation
rate in the presence of light and air without using ZnONPs
and ZnO/CdSNPs. The same results were obtained by
using ZnONPs and air under dark conditions. This means
that the presence of light, O2 and photo catalyst are very
essential for removal of Hg+2 in aqueous solution [9].
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Fig. 7. Survival ratio of Hg+2 reduction in aqueous solution with various conditions at 25C o.

3.5. Effect of ZnONPs Concentration
A series of experiments to determine the ideal amount
of ZnONPs has been carried out. The maximum rate of
photocatalytic degradation was obtained at (0.24)
mg/ml of ZnONPs of the solution. So that this amount
will be chosen to study the effect of ZnONPs and
ZnO/CdSNPs on the photocatalytic degradation process.
Fig. 8 illustrates that the rate of photocatalytic
degradation increases with the increasing of ZnONPs
loading. The increasing in the amount of photo catalyst
increases the number of active of the ZnONPs surface that
in turn increases the number of Ó2 and ÓH radicals [21].
However the addition of the high amount of catalyst
(0.3,0.4 GM/l) decreases the light penetration by the
photo catalyst suspension as shown in Fig. 9.

3.6. Photocatalytic degradation of Hg+2 by using
coupled ZnO/CdSNPs:
The rate of photocatalytic reduction reaction of
Hg+2was increased by using 0.24 gm/ml coupled
ZnO/CdSNPs instead of naked ZnONPs. This observation
can be explained that the band gap of CdS equal (2.5
eV) [5], it mean CdS absorbs visible light to generate
excited negative electrons and positive holes. These
excited electrons are injected into the conduction band
of ZnONPs to produce oxidizing radical species [22].
These oxidizing agents were reduced Hg+2 in aqueous
solutions as shown in Fig. 10.
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Fig. 8. Survival ratio of Hg+2 reduction in aqueous solution with various concentrations of ZnO NPs at 25C o.
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Also, these existed electrons was reacted with
atmospheric oxygen and water to yield reactive oxygen
species such as super oxide O2 hydroxyl radical OH and
hydrogen dioxide (H2O2) [22] according to the
following equations

2
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Fig. 9. The relationship between the rate of photocatalytic
reduction of Hg+2 in aqueous solution and TiO2
concentrations at 25 Co.
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HO2 and H2O2 can be reacted with Hg+2 to produce a
black precipitate of Hgo. The net photocatalytic
reduction reaction is
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Fig. 10. Compression of survival ratio of photo reduction
reaction of Hg+2 in aqueous solution under various conditions
at 25 Co.

3.7. Mechanism of Photocatalytic:
Reduction of Hg+2When ZnO NPs irradiated with light
of energy (3.2 eV) [4], the photon energy generates an
electron hole pair on the nanoparticle surface [22].

.


O H  hvb
 O H ...........................(7)

ℎ𝑣
𝑍𝑛𝑂

1

𝑜
+ 𝐻2 𝑂 → 𝐻𝑔(𝑎𝑑𝑠)
+ 2𝐻 + + 2 𝑂2 … (9)

4. Conclusions
Light, oxygen and semiconductors are very essential for
photocatalytic activity. The highest photocatalytic
reduction of Hg+2 was obtained at 0.24 mg/l ZnO
concentration. Nanoparticles coupled is an effective
method to realize the transformation of UV active
transition metal oxide to visible- light responsive photo
catalyst. So that photo reduction efficiency of Hg+2 was
increased by using coupled ZnO/CdS NPs instead of ZnO
NPs as a photo catalyst.

387nm
ZnO hv

(h  e)exc..........(1)

(h  e)  h   e  ........................(2)
The electron in the conduction band can reduce Hg+2 to
produce a black precipitate of Hg0 [8] according to the
following equation

e   Hg 2  Hg 0 .....................(3)
Hg+2 were then produced and could deposit on the
surface of solid nanoparticle to decrease photo catalyst
activity.
Hg+2 can become trapped on the surface [4] according to
the following equation.
𝐻𝑔+2 (𝑎𝑞) + 𝐻𝑔0 (𝑠) ↔ 𝐻𝑔2+2 … … … … … … … . . (4)
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